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 Chromate primers contain hexavalent chromium which is a 
known carcinogen

 In 2009 the DoD issued a memorandum calling for the 
reduction of chromate across the DoD

 Non-chromate primers are important to reduce chromate 
waste and effects on the environment as well as ensure 
the safety of workers applying the primers
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 NAVAIR has lead non-chromate technology 
development
• Maturation on commercial primers
• Research and development of new technologies

 Funding
• ESTCP
• Navy Environmental Sustainability Development to Integration 

(NESDI) Project # 458
• Office of Naval Research (ONR)
• Naval Innovative Science and Engineering (NISE)
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Non-Critical Applications

“Non-critical application areas include support equipment and 
aircraft surfaces that are readily accessible and easily inspected. 
These are considered to be relatively low risk applications (see 
Section 3)…The following list covers basic requirements that non-
chromate products shall meet in order to be considered for 
implementation in non-critical applications.” 

○ Non-Critical Application Test Criteria: 
– Per applicable military specification and extended screening tests 
– Field Testing – 2-years in-service or 2 carrier deployments (see 

Section 2.2) 
– Same or better performance compared to controls using similar 

protection schemes 
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Critical Applications
“Critical applications include all areas not covered above. Examples of 
these include, but are not limited to, critical safety items (CSI), dynamic 
components, wingfold areas, wing flaps, landing gear areas and 
components, inner mold line, and all interior areas that are not accessible 
for inspection….Due to the relative technical immaturity of non-chromate 
products, these criteria may be greater than what was required for legacy 
applications using chromate products.”

• Critical Application Test Criteria: 
○ Per applicable military specification and extended screening tests 
○ Fatigue/Stress/Component Tests – Per application 
○ Flight clearance depending on component/risk 
○ Field Testing – More stringent validation path than for non-critical 
○ Longer service life, more expensive, more sensitive, broader 

criteria, etc. 
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**Note: Factors such as platform/component operational environment and inspection intervals must be considered and may justify 
adjustment to the risk analysis level.  Ex. Trainer aircraft operate in a less  severe environment than ship based aircraft

Risk of Implementing NC Primer
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NAVAIR Authorization:
PPG Industries-Deft 02GN084

• NAVAIR Authorization Letter ~ Signed December 2014
– Product # 02GN084 (qualified to MIL-PRF-23377, Ty I, Cl. N) over Chromate 

Conversion Coating on Outer Mold Line of all USN gloss paint scheme 
Aircraft

7

WP-201132

Distribution Statement A: Approved for public release; distribution is unlimited; 
as submitted under NAVAIR Public Release Authorization 2016-856



Aircraft Demonstration
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E-2C aboard USS Vinson
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NC Primer Demos: Gloss Paint Scheme
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Demonstration 
COMPLETE

BUNO Induction 
Date

Non-
Chrome 
Primer 
Date

Delivery Date Carrier Deployments

164497
(#642) Jan. 28, 2009 Jun. 26, 

2009 Aug. 17, 2009 No deployments; transferred from 
VAW-120 to VAW-124 in June 2012

165648
(#603) Apr. 10, 2009 Sept. 4, 

2009 Oct. 7, 2009

• VAW-126: 1st Deployment aboard
USS Truman (May – Dec 2010)

• VAW-116: 2ND Deployment aboard 
USS Lincoln (Dec 2011 – June 
2012)

• VAW-116: 3rd Deployment aboard 
USS Vinson (Sept 2014-Present)

165650
(#600) Jun. 16, 2009 Nov. 18, 

2009 Dec. 23, 2009

• VAW-116: 1st Deployment aboard
USS Lincoln (Sept 2010– Mar 2011)

• VAW-112: 2nd Deployment aboard 
USS Stennis (Oct 2012-June 2013)

165811
(#654) Oct. 26, 2009 May 9, 

2010 Oct. 2010

• VAW-116: 1ST Deployment aboard 
USS Vinson (Dec 2011-June 2012)

• VAW-116: 2nd Deployment aboard 
USS Vinson (Sept 2014-Present)
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NAS Meridean and NAS Kingsville implemented PPG-DEFT 02-GN-084 as a 
final prime on the OML of all USN trainers.

Includes the following platforms:
1) T-6
2) T-34
3) T-44
4) T-45

NC Primer Demos: Gloss Paint Scheme
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NC Primer Demos: Camo Paint Scheme
H-46

• First full non-chromate coating system 
demonstration

• Hentzen 17176KEP (23377N, Ty II) over Henkel 
Alodine T5900 RTU (81706, Ty II)

• Three A/C primed with NC primer
TMS BUNO Non-Chrome 

Primer Date Carrier Deployments

H-46 154856 Dec. 2010 HMM-268: 1st Deployment USS Makin Island 
(LHD 8) – Nov 2011 – June 2012

H-46 156474 Jan. 2012 None to date

H-46 153395 Aug. 2012 None to date
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NC Primer Demos: Camo Paint Scheme
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F/A-18 Induction Coat @ FRC-SW (NAS Jacksonville)

MIL-PRF-85582 Chromate 
Primer Induction Coat

MIL-PRF-23377 Non-chromate 
Primer Induction Coat

 17 A/C identified as candidates
 7 depainted and repainted with NC Primer (Ty I & Ty II)
 2 depainted and induction primed with Ty I NC Primer

 Remaining 11 scheduled for processing 
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NC Primer Validation
New aircraft (primer applied during  
production)

• PPG-Deft 02GN098 on F-35B and F-35C 
aircraft

- No consistent ship environment until ~FY16

• PPG-Deft 02GN084 on MQ-8B Firescout
test/LRIP aircraft

- A/C already operating from ship during 
testing

• PPG-Deft 02GN084 on H-60R Seahawk 
production aircraft

- On low risk interior surface per SIC/UT risk 
assessment method

• Hentzen 17176 Type II on EA-18G 
production aircraft

- Overcoat application during production final 
assembly, chromated primer on detail parts
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Questions?

Brenna Skelley
brenna.skelley@navy.mil

301-342-4075
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